Laboratoire d’Analyses de Fluides

N° Fax : (+39) 0536 823697

Domus Chemicals SpA
Monsieur Boni Peeter
Domus Chemicals SpA
Via G. Mazzini, 1

Subject: Results of analysis
24066  Pedrengo (BG)

IT-ITALIE
Dear Madam, Dear Sir,
Please find hereafter the results for your last samples.
Best regards,
Labo No Sample ID Order No Sample date Label No
131129-4033 FLUIDO 68 FR 29/11/2013
131129-4034 FLUIDO 46 FR 29/11/2013

We remain at your disposal should you request any additional information.

The technical Department.
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Domus Chemicals SpA
Monsieur Peeter Boni
Domus Chemicals SpA
Via G. Mazzini, 1

24066 Pedrengo (BG)
IT-ITALIE

Subject: Results of analysis, comments and diagnoses

VIRéf : FLUIDO 68 FR - n°1311294033

Please find hereafter the results for your last samples.

Sample ID Order No Sample date Labo No Label No

FLUIDO 68 FR - 13-11-29-4-033

We remain at your disposal should you request any additional information.

Diag : Frédérique Dussart

Tél: 0032 81 58 53 00

Comment based on the representativeness of the sample and the provided information
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Sample information

Order No:

Labo No

Sequence No

Sample date

Laboratory reception date
N° O.1.

Analytic results
Test name
Thermal stability

Thermal Stability Cincinnati Milacron

TAN before

TAN after

Acidity change

Kinematic Viscosity @ 40°C before
Kinematic Viscosity @ 40°C after
Viscosity loss (@ 40°C)

Weight loss of the copper rod
Weight loss of the steel rod

Visual evaluation of the copper rod
Visual evaluation of the steel rod
Total sludge weight

0 : lower than sensibility measurement

P2/2
Printed :  13/01/2014 - © BFB

CONDITION MONITORING REPORT LUBRICANT

1311294033
B351

29/11/2013

Standard ~ Unity

Fleet Number

Fluid mark and Type

Analytic results

ASTM D 2070
mg KOH/g 0,56
mg KOHlg 1,32
mg KOHlg 0,76
mm?s 65,95
mm?s 69,64
% 5,6
mg 0,9
mg -18
1
2
mg/100 ml 0,4

FLUIDO 68 FR -

Lubricant

NC : Not Communicated
- . not measured
mg/kg <=> ppm

131129-4033

Domus Chemicals SpA
Monsieur Peeter Boni
Domus Chemicals SpA
Via G. Mazzini, 1

24066 Pedrengo (BG)

IT-ITALIE
Fax : (+39) 0536 823697

Test name Standard Unity Analytic results

BFB Oil Research - Parc Scientifique Crealys - rue Phocas Lejeune 10 - B-5032 Les Isnes
N° TVA intracommunautaire : BE 0453.766.394 - RPM Namur 0453.766.394
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Domus Chemicals SpA
Monsieur Peeter Boni
Domus Chemicals SpA
Via G. Mazzini, 1

24066 Pedrengo (BG)
IT-ITALIE

Subject: Results of analysis, comments and diagnoses

VIRéf : FLUIDO 46 FR - n°1311294034

Please find hereafter the results for your last samples.

Sample ID Order No Sample date Labo No Label No

FLUIDO 46 FR - 13-11-29-4-034

We remain at your disposal should you request any additional information.

Diag : Frédérique Dussart

Tél: 0032 81 58 53 00

Comment based on the representativeness of the sample and the provided information
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Sample information

Order No:

Labo No

Sequence No

Sample date

Laboratory reception date
N° O.1.

Analytic results
Test name
Thermal stability

Thermal Stability Cincinnati Milacron

TAN before

TAN after

Acidity change

Kinematic Viscosity @ 40°C before
Kinematic Viscosity @ 40°C after
Viscosity loss (@ 40°C)

Weight loss of the copper rod
Weight loss of the steel rod

Visual evaluation of the copper rod
Visual evaluation of the steel rod
Total sludge weight

0 : lower than sensibility measurement

P2/2
Printed :  13/01/2014 - © BFB

CONDITION MONITORING REPORT LUBRICANT

1311294034
B351

29/11/2013

Standard ~ Unity

Fleet Number

Fluid mark and Type

Analytic results

ASTM D 2070
mg KOH/g 0,58
mgKOH/g 1,17
mg KOH/g 0,59
mmz/s 46,75
mm3s 50,05
% 71
mg 42
mg -1,7
2
2
mg/100 ml 0,1

FLUIDO 46 FR -

Lubricant

NC : Not Communicated
- . not measured
mg/kg <=> ppm

131129-4034

Domus Chemicals SpA
Monsieur Peeter Boni
Domus Chemicals SpA
Via G. Mazzini, 1

24066 Pedrengo (BG)

IT-ITALIE
Fax : (+39) 0536 823697

Test name Standard Unity Analytic results
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